Mining of Roasting
iron ore of iron ore Blast Fu_maoe_
Iron smelting with

temperatures up to

Conoi 1500°C
ODE;CMQ Charcoal
woodland production ! !

Forge (Finery) Cast iron sows

Meiting to reduce and pigs
carbon, hammering High carbon
to remove slag content = brittle
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Forge (Chafery) Blacksmith
Wrought iron Production of tools,
formed into bars nails, wire, etc

Slaugham Furnace - Owners: Richard Covert and Ninian Chaloner (1574)
Blackfold (Blackfield) Furnace - Owner: Ninian Chaloner (1574)

Supplied cast
iron sows and
pigs until about
1636

Holmsted (Garston’s Bridge) Forge - Owners: Ninian Chaloner (1574), Ninian
Burrell (1605), Walter Burrell (1628)
Remained Burrell property until 1833

Supplied cast
iron pigs and

sows 1636-
1656

Tilgate Furnace - Owners: possibly Henry Bowyer, Walter Burrell (1636).
Also supplied Tinsley Forge owned by Leonard Gale, but formerly owned by
Henry Bowyer.

Cuckfield Furnace and Forge - Owners: Sir Walter Covert (1576), Ninian
Burrell.

Also supplied cast iron to St. Leonard’s Forge, Lower Beeding



